
when T* ~ 0 suggests that it is associated with
proximity to the putative nematic quantum phase
transition.
P-substituted BaFe2As2 is the least disordered

of all of the known 122-type iron pnictide fa-
milies, as evidenced by the fact that quantum
oscillations can be observed across the phase
diagram (44, 45). The deviation from Curie-
Weiss behavior for optimally doped composi-
tions of all other dopants in BaFe2As2 suggests
that disorder plays an important role in the
quantum critical regime. All forms of quenched
disorder produce locally anisotropic effective
strains, which thus couple to the orientation of
the nematic order; this is known as random-
field disorder (26). Analysis of the random-field
Ising model yields several generically expected
effects of random-field disorder, including sup-
pression of the nematic susceptibility below
mean-field expectations for a clean system, and,
for the case of a quantum phase transition, the
enhanced sensitivity of quantum critical pheno-
mena to disorder (36).
The temperature dependence of the nematic

susceptibility can also be extracted from mea-
surements of the elastic moduli (20). The two
measurements (elastoresistance andelasticmoduli)
are in broad agreement—for example, in terms of
the Curie-Weiss T dependence of cN for under-
doped compositions of Ba(Fe1–xCox)2As2, and in
terms of the deviation from Curie-Weiss behav-
ior near optimal doping. However, there is an
important distinction in the relative magnitude
of the measured quantities as a function of dop-
ing. In particular, the normalized lattice softening
ðc066 − c66Þ=c066 extracted in (20) monotonically
decreases in magnitude and extends over a
smaller window of temperature as the Co con-
centration x is increased. In contrast, the quan-
tity j2m66 − 2m0

66j ¼ ccN initially increases with
x, peaking for slightly underdoped compositions
where x ~ 0.05. The apparent enhancement of
the elastoresistance 2m66 over the softening of
the elastic modulus for compositions near opti-
mal doping is potentially related to renormal-
ization of the quasiparticle effective mass in the
quantum critical regime, as has been observed in
P-substituted BaFe2As2 (29). Such a mass renor-
malization is an expected consequence of nema-
tic quantum critical fluctuations (40). It is precisely
these low-energy quasiparticles, which are res-
ponsible for the large elastoresistivity, that are
also involved in the eventual superconductivity.
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ARTIFICIAL SPIN ICE

Rewritable artificial magnetic
charge ice
Yong-Lei Wang,1,2* Zhi-Li Xiao,1,3* Alexey Snezhko,1 Jing Xu,1,3 Leonidas E. Ocola,4

Ralu Divan,4 John E. Pearson,1 George W. Crabtree,1,5,6,7 Wai-Kwong Kwok1

Artificial ices enable the study of geometrical frustration by design and through direct
observation. However, it has proven difficult to achieve tailored long-range ordering of their
diverse configurations, limiting both fundamental and applied research directions. We
designed an artificial spin structure that produces a magnetic charge ice with tunable
long-range ordering of eight different configurations. We also developed a technique to
precisely manipulate the local magnetic charge states and demonstrate write-read-erase
multifunctionality at room temperature. This globally reconfigurable and locally writable
magnetic charge ice could provide a setting for designing magnetic monopole defects,
tailoring magnonics, and controlling the properties of other two-dimensional materials.

A
rtificial ices are structures in which the
constituents obey analogs of the “two-in,
two-out” Pauling’s ice rule that determines
the proton positional ordering inwater ice.
These structuresprovideamaterial-by-design

approach to physical properties and functionalities
(1–27). Artificial ice can be created from ferromag-
netic islands and connected wires (3, 5), topolog-
ical components such as superconducting vortices
(24–26), and nonmagnetic colloidal particles (27).

Among them, artificial spin ice is the most inves-
tigated system (1–21) that was first demonstrated
in a square lattice of elongated interacting ferro-
magnetic nanoislands (1). In this case, the ice rule
corresponds to two spins pointing inward and two
pointing outward at the vertex of a square lattice.
Extensive experiments have been conducted using
various thermal (6–8) andmagnetization approaches
(9–11) to obtain ordered states of the spin ice.
Long-range orderingwas realized in the diagonally
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polarized magnetic state through the magneti-
zation method (11, 14). For the nominal ground
state, sizable domains and crystallites were ob-
tained in as-grown samples (11), and larger do-
mains were obtained in samples heated above
their Curie temperatures (~500°C for permalloy
island arrays) (6). At room temperature, long-range
ordering of the ground state has been achieved
only in ultrathin (3-nm-thick) samples via thermal
relaxation (8). Other spin and charge configura-
tions have only been observed locally and at crys-
tallite boundaries (5, 6). The difficulty in creating
tailored multiple ordered states limits the exper-
imental investigation of the spin and magnetic
charge dynamics that can emerge from or be-
tween the ordered states (6, 10–13), especially for
a thermally stable (athermal) sample at room tem-
perature. This also hinders the potential applica-
tions of artificial ice for data storage,memory, and
logic devices (3, 4) or as a medium for reconfigur-
able magnonics (28).
We designed an artificial spin structure in

which we can conveniently obtain multiple long-
range orderings of a magnetic charge ice lattice
at room temperature. In a typical square spin ice
(Fig. 1A), the single-domain magnetic islands are
considered to be macro-Ising spins (11). Each
macrospin can be replaced with a dumbbell of
magnetic charges, one positive and one negative
(3, 4, 29) (Fig. 1B). If we break the connections
between the pairs of magnetic charges with op-
posite signs (Fig. 1C), we can design a different
pattern of connections (Fig. 1D). Figure 1E shows
the resulting artificial spin structure explicitly. The
structure consists of a square lattice of plaquettes
(labeled M and N) containing ferromagnetic
nanoislandswith three orientations (horizontal,
vertical, and diagonal). The magnetic charge dis-
tribution is indicated by the calculated stray field
distribution (Fig. 1F), which leads to a magnetic
charge ice with the charge ice rule of two nega-
tive and two positive charges within each square
plaquette.
The magnetic charge distribution in Fig. 1F is

exactly the same as that of the ground state of a
square spin ice structure (fig. S1). However, in con-
trast to the square spin ice, which has spins on
four sides of the square plaquette and all oriented
toward the plaquette center or vertex (Fig. 1A), the
structure in Fig. 1E places one spin within the
plaquette while removing two from the sides,
breaking the fourfold symmetry of the square
lattice. Moreover, the three spins associated with
each plaquette do notmeet at a vertex. Our design
contains two types of plaquettes, one rotated by

180° from theother (denotedasMandN inFig. 1E).
Each plaquette (M or N) consists of three islands,
each with two degrees of freedom coming from
spin, resulting in a total multiplicity of eight con-
figurations of magnetic charges. (See figs. S1 and
S2 for detailed comparisons of the spin and charge
configurations between the standard square spin
ice and our design.) The eight ordered charge
configurations (Fig. 1G) that we predicted are

separated into three groups on the basis of their
energies (see the calculated energies in fig. S3): a
twofold degenerate type I ground state (I1 and I2),
a twofold degenerate excited type II state (II1 and
II2), and a fourfold degenerate excited type III state
(III1, III2, III3, and III4) (Fig. 1G).
Because of the large energy barrier for the

spins, the spin system in Fig. 1E is athermal at
room temperature. An external appliedmagnetic
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Fig. 1. Design of magnetic charge ices. (A) Typical artificial square spin ice in which the length of the
magnetic nanoisland equals the separation of the ends of the nearest islands. Each island is an Ising spin
(black arrows). The spin configuration of the lowest-energy ground state is shown. (B) Distribution of
magnetic charges corresponding to the square spin ice shown in (A). Pairing of the positive (red) and
negative (blue) charges is indicated by black dotted lines. (C) Distribution ofmagnetic chargeswith charge
connections removed. (D) Redesign of the connections of paired charges with positive and negative polar-
ities. (E) Design of themagnetic nanostructure based on (D).The arrows indicate the spin configuration of
the ground state and are color coded for the three subsets of islands placed in three different orientations
(horizontal, vertical, and diagonal). Two types of plaquettes are marked with M and N. (F) Calculated
magnetic stray field associated with the spin configuration of the structure in (A) for islands with
dimensions of 300 nm by 80 nm by 25 nm. Arrows indicate the local field directions. Color is encoded by
the out-of-plane component of the field (red, out of the plane; blue, into the plane).The red and blue spots
represent the positive and negative magnetic charges, respectively. m0, vacuum permeability; H,
magnetic field. (G) Calculated magnetic stray fields of a 2-by-2 square plaquette, highlighted by the
red frame in (E), for the eight possible spin- and charge-ordered configurations, separated into three
charge types. Dotted lines denote the orientation of the islands containing the pair of magnetic
charges (negative charge, blue; positive charge, red). To compare the magnetic simulations with the
experimental magnetic force microscopy images, the stray field was calculated at a plane 100 nm
above the surface of the sample.
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field can be used to overcome the energy barrier.
For a given island, the minimal magnetic field
required to flip its spin moment varies with the
angle between the applied field and the island

(fig. S4). This enables separate control of the spin
moments of each differently oriented island. In a
square spin ice, there are two orientations of the
islands, and the spins can only be aligned in di-

agonal directions by an applied magnetic field,
enabling solely the type II phases with long-range
ordering (11, 14). Our design (Fig. 1E) provides an
additional freedom for aligning the spins: There

964 20 MAY 2016 • VOL 352 ISSUE 6288 sciencemag.org SCIENCE

Fig. 2. Realization ofmagnetic charge ices. (A) Scanning electronmicroscopy image of permalloy (Ni80Fe20)magnetic islands (300 nm long, 80 nmwide, and
25 nm thick). (B to I) Magnetic force microscopy images of the various ordered states corresponding to all of the configurations in Fig. 1G. (B and C) Twofold
degenerate type I ground states: I1 (B) and I2(C). (D and E) Twofold degenerate excited type II states: II1 (D) and II2 (E). (F to I) Fourfold degenerate excited type III
states: III1 (F), III2 (G), III3 (H), and III4 (I).The lift height of the MFM scanning is 100 nm.

Fig. 3. Rewritable magnetic charge ices. (A) Sketch of the experimental setup: an MFM equipped with a 2D vector
magnet.The 2D solenoid magnet provides magnetic fields in any desired orientation in the sample plane.The vertically mag-
netized MFM probe generates a stray magnetic field (green arrows) with in-plane components at the tip. (B) Magnetization
loop of a single magnetic island, with an illustration of the write, erase, and read functions. Mx, magnetization along
the island. (C to G) Magnetic force microscopy images of the patterned magnetic charge ice at the same area of the
sample. (C) The initial state is a type I1 state. (D) A square area of a type III3 state was written in the center of (C). (E) A
smaller square region of type III3 order was erased back to a type I1 state from (D). (F) A round region of type II2 order was
written onto the freshly erased area from (E). (G) “ICE” letters of type III4 stateswere scribed on a type I background state.
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are three sets of islands oriented in the horizontal,
vertical, and diagonal directions.More important-
ly, for each of the predicted ordered states shown
in Fig. 1G, the spin moments of each of the three
oriented islands (horizontal, vertical, and diago-
nal) are all magnetized in the same direction. This
enables the creation of long-range ordering for
all of the predicted charge configurations by tuning
the in-plane external magnetic field angle and
amplitude. We calculated the field-angle depen-
dence of themoment-flipping curves for the three
sets of islands (fig. S4C) and designed an effective
magnetization protocol to realize the various or-
dered charge states (30).
To experimentally demonstrate the magnetic

charge ordering, we fabricated arrays of permal-
loy (Ni0.8Fe0.2) nanoislands (300 nm long, 80 nm
wide, and 25 nm thick) onto a Si/SiO2 substrate
(30), according to the design in Fig. 1E. A scanning
electron microscopy image of the sample is pre-
sented in Fig. 2A. To control and visualize the
charge configurations,weused a customizedmag-
netic force microscope (MFM) equipped with a
two-dimensional (2D) vector magnet. Figure 3A
shows a schematic drawing of our experimental
setup. The 2D electromagnetic solenoid magnet
provides in-plane magnetic fields in any desired
orientation, enabling us to accurately tune the
field angle and amplitude.
The as-grown (fig. S5) and demagnetized (fig.

S6) samples showmixed charge states of all eight
charge configurations at both the M and N pla-
quettes. Results of statistical analysis for the de-
magnetized samples show that the charge-neutral
configurations (type I) are strongly favored and
the collective interaction can be enhanced by re-
ducing the charge separation (fig. S6). Using the
designedmagnetization protocol (fig. S7), we suc-
cessfully obtained all eight configurations ofmag-
netic charge ordering, as shown by the magnetic
force microscopy images in Fig. 2, B to I. Each of
these ordered states possesses long-range order-
ing and can be reproduced over the entire pat-
terned sample area (80 mmby 80 mm). For type I
and II ordered states, there is no net charge in
each plaquette, and themagnetic charge follows
the “two-positive, two-negative” charge ice rule.
In the type III ordered states, each plaquette with
magnetic charges following the “three-positive
(or negative), one-negative (or positive)” charge
ice rule has an effective magnetic charge of two,
with opposite signs on the M and N plaquettes.
This distributionofmagnetic charges in the square
lattice of the type III state resembles the distri-
bution of electrical charges in ionic compounds,
such asMg2+O2–. Thus, the type III states (Fig. 2,
F to I) resemble an ionic crystal with magnetic
charges (31), where we can associate M2+N2–

with the type III2 and III4 states andM2–N2+ with
the type III1 and III3 states. In principle, all of
these magnetic charge distributions could also
exist in a square spin ice structure (figs. S1E and
S2). In fact, our micromagnetic simulation re-
sult indicates that the square spin ice and our
engineered spin structure not only produce the
same magnetic charge arrangements but also
have the same excitation energies for the type

I, II, and III configurations (fig. S3). However,
with the square spin ice arrangement, long-range
ordering of type I states has only been realized
in a thermally relaxed sample, and that of the
type III states has not yet been experimentally
realized because of the spin arrangement of the
islands.
The reconfigurable ordered magnetic charges

can be used, for example, as templates to form
other artificial ices, such as superconducting vor-
tex ices (25, 26), by introducing icelike pinning
potentials for superconducting vortices. These
charges can also be applied to couple with other
electronic materials, such as 2D electron gas
(32, 33) and graphene (34), by producing recon-
figurable periodically distributed field potentials.
For applications such as data storage, memory, and
logic devices (3, 35, 36), however, local control of
the magnetic charge states is desired. Toward this
end, we developed a 2D magnetic field–assisted
magnetic force microscopy patterning technique,
which allows us to conveniently manipulate the
local charge configurations.
As illustrated in Fig. 3A, the magnetic tip of an

MFM generates an in-plane component of stray
magnetic fields near the tip. The interaction of
the MFM tip’s stray field, DHm, with a single fer-
romagnetic island can be tuned by adjusting the
height of the MFM tip from the sample, which is
100 nm in this experiment. To locally switch the
spin states of an island, we apply an in-planemag-
netic fieldHap slightly below the ferromagnetic
island’s spin-moment–flipping field Hf (Fig. 3B).
At this field value, the spin states of the entire
sample will not be altered because Hap < Hf.
When the MFM probe scans over an island, the
total magnetic field on that island will change
in the rangeHap ± DHm. We adjustHap and DHm

to satisfy the condition Hap < Hf < (Hap + DHm)
(light blue region in Fig. 3B). In this case, the spin
of the underlying island flips when the MFM tip
scans over it, providing a “write” function. A sub-
sequent applied magnetic field in the opposite
direction with –(Hap+DHm) <–Hf<–(Hap–DHm)
(green region in Fig. 3B) will switch the spin
back, implementing the “erase” function (Fig.
3B). When the applied field is zero, the stray
field provided by the MFM probe (yellow region
in Fig. 3B) is too small to flip any islands, and
this works as the “read” mode. Because the
value of Hf depends on the angle between the
applied field and the island, similar to the global
control of the charge ordering, we can locally
manipulate the charge states into any desired
configuration.
We demonstrate the experimental realization

of the write, read, and erase functions in Fig. 3, C
to F. We first prepare the entire sample in the
type I ground state (Fig. 3C) by applying and
zeroing an in-planemagnetic field of 90mT along
the diagonal direction. We then write a square
area of type III ordered state in the center (Fig.
3D) and subsequently erase a smaller square re-
gion in the central area by switching the type III
state back into the type I state (Fig. 3E). Finally,
we write a type II state into a small circular area
inside the type III square (Fig. 3F). We can also

write letters, as presented in Fig. 3G where the
word “ICE” is scribed with type III order on a
type I background. Suchmagnetic charge pattern-
ing can easily be realized by programming the 2D
magnet to turn on or off and to switch the field
directions during the magnetic force microscopy
scanning, resembling the patterning process ap-
plied in electron beam lithography and in optical
lithography using a laser pattern generator. See
fig. S8 for more patterns of magnetic charge ar-
rays. These rewritable magnetic charge patterns
could be transferred to othermaterials, for exam-
ple, through magnetolithography (37).
In addition to the aforementioned applications

on coupling with superconducting vortices and
other electronic systems, this reconfigurable mag-
netic charge ice can provide a platform to explore
phenomena such as the ground state of a frus-
trated lattice (6). Combined with other control
parameters such as the thickness of the islands
(11), temperature (6), or oscillatingmagnetic field
(10), our platform provides a versatile system to
study and tailor phase transitions and defect for-
mation (fig. S9). For example, the single spin con-
trol enabled by ourmethod allows the creation of
magnetic defects such asmagneticmonopoles and
Dirac strings (16, 17, 20) at any desired location.
It also provides a direct technique to program
magnetic logic circuits (35, 36). Our strategy to
decouple the arrangement of spins andmagnetic
charges should stimulate further creation and ex-
ploration of exotic phases of magnetic charges
and their phase transitions and should also foster
applications. We also note that Fig. 1E is not the
only spin arrangement for achieving the same
magnetic charge distribution. In fig. S10, we pre-
sent several other possible designs of the spin
and charge arrangements, including the type IV
charge-ordered state in which all positive or neg-
ative charges are confined within a single pla-
quette. Furthermore, it is not necessary to keep
the length of all ferromagnetic islands the same,
as recently reported in Shakti spin ices (18, 19).
Our strategy could also be applied to other arti-
ficial spin ices to produce artificial structures with
controllablemagnetic charge orders, whichwould
provide reconfigurable platforms for magnonic
investigations, such as programming spin-wave
band structures and designing spin-wave trans-
mission channels (5, 28).
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SUPERCONDUCTIVITY

Supercurrent in the quantum
Hall regime
F. Amet,1,2*† C. T. Ke,1† I. V. Borzenets,3 J. Wang,1 K. Watanabe,4 T. Taniguchi,4

R. S. Deacon,5 M. Yamamoto,3,6 Y. Bomze,1 S. Tarucha,3,5 G. Finkelstein1*

A promising route for creating topological states and excitations is to combine
superconductivity and the quantum Hall (QH) effect. Despite this potential, signatures
of superconductivity in the QH regime remain scarce, and a superconducting current
through a QH weak link has been challenging to observe. We demonstrate the existence
of a distinct supercurrent mechanism in encapsulated graphene samples contacted by
superconducting electrodes, in magnetic fields as high as 2 tesla. The observation of a
supercurrent in the QH regime marks an important step in the quest for exotic topological
excitations, such as Majorana fermions and parafermions, which may find applications in
fault-tolerant quantum computing.

T
he interplay of the quantum Hall (QH) ef-
fect with superconductivity is expected to
result in excitations with nontrivial braid-
ing statistics such as Majorana fermions
and non-Abelian Majorana anyons (1–4).

When a QH region is contacted by two super-
conducting electrodes, the gapped QH bulk pre-
vents the flow of a supercurrent (5–11). However,
it has been predicted that the supercurrent may
still be mediated by QH edge states (12). Because
of its chiral nature, a single edge can conduct
charge carriers in only one direction, so both
edges must be involved in establishing a super-
current between the two contacts. This situation
is fundamentally different from that of the

Josephson junctionsmade out of two-dimensional
(2D) topological insulators, where each edge can
support its own supercurrent (13–16). Contrary
to the case of topological insulators, themagnetic
field in the QH regime breaks time-reversal sym-
metry, which is essential for s-wave pairing of
conventional superconductors. Working in this
regime, we nonetheless observe a robust super-
current, which we attribute to an unconvention-
al form of Andreev bound states circulating
along the perimeter of the QH region and in-
volving electron and hole trajectories separated
by several micrometers.
Weperformed transportmeasurements on four

Josephson junctions (J1-4) made of graphene en-
capsulated in boron nitride and contacted by
electrodes made of a molybdenum-rhenium alloy
(Fig. 1A) (11), a type II superconductor with a
high upper critical field of Hc2 = 8 T. The high
quality of these heterostructures allowed us to
observe Fabry-Perot oscillations of the junctions’
resistance and critical current, indicating that the
transmission of charge carriers between the con-
tacts is ballistic (17). The supercurrent is uniformly
distributed along the width of the contacts, as
evidenced by the regular Fraunhofer pattern (18)
measured at small magnetic fields (17). All junc-

tions demonstrate supercurrent in the QH regime
(figs. S6 to S12); for consistency, we choose to
present data measured on sample J1. It has a
distance between contacts of length L = 0.3 mm
and a width of contacts W = 2.4 mm (Fig. 1B).
Recently, the observation of a supercurrent

through encapsulated graphene inmoderatemag-
netic fields was reported (19); in that setup, the
diameter of the cyclotron orbit was larger than
but comparable to the length of the junction,
2rC ≥ L. (Here, rC = ħkF/eB is the cyclotron radius
and kF is the Fermi wavenumber.) This super-
current was attributed to Andreev bound states
made of closed trajectories connected by several
elastic andAndreev reflections,which yieldpockets
of superconductivity at random values of density
and field.We further explore this regime in (17). In
the main text, we demonstrate that a very different
regime emerges at even larger magnetic fields,
when rC is much smaller than the device dimen-
sions and the mean free path. In this regime, the
bulk of the junction is gapped by Landau quantiza-
tion so that a currentmay only flowalong the edges.
Figure 1, C and D, show the differential resist-

ance of the sample, R ≡ dV/dI, plotted versus
back-gate voltage, VG, and magnetic field, B. The
resistance is measured in a four-terminal config-
uration where four MoRe electrodes merge into
two contacts on each side of the junction (Fig.
1B). The map in Fig. 1C is measured with an AC
excitation current IAC = 50 pA applied on top of
a large DC current of IDC = 6 nA, which sup-
presses supercurrent and highlights the QH fea-
tures. As B increases, a fan diagram characteristic
of the QH effect in graphene emerges: Resistance
plateaus follow contours of constant filling factor
n ≡ nh/eB = ± 2, 6, 10,… (20). This quantization
becomes visible as soon as B exceeds the red
parabolic contour 2rC = L because device dimen-
sions prevent the development of the QH effect
at lower fields. The dark region under the parab-
ola (2rC > L) indicates a vanishing differential
resistance as a supercurrent of tens of nano-
amperesmay flow in this semiclassical regime (19).
Figure 1D shows R(VG, B) measured simulta-

neously with Fig. 1C using exactly the same AC
excitation of 50 pA, but without applying a DC
current. Notably, pockets of supercurrent extend
far into the QH regime. They are visible as dark
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