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a b s t r a c t 

A conformal pinning array can be created by conformally transforming a uniform triangular pinning lat- 

tice to produce a new structure in which the six-fold ordering of the original lattice is conserved but 

where there is a spatial gradient in the density of pinning sites. Here we examine several aspects of vor- 

tices interacting with conformal pinning arrays and how they can be used to create a flux flow diode 

effect for driving vortices in different directions across the arrays. Under the application of an ac drive, 

a pronounced vortex ratchet effect occurs where the vortices flow in the easy direction of the array 

asymmetry. When the ac drive is applied perpendicular to the asymmetry direction of the array, it is 

possible to realize a transverse vortex ratchet effect where there is a generation of a dc flow of vortices 

perpendicular to the ac drive due to the creation of a noise correlation ratchet by the plastic motion of 

the vortices. We also examine vortex transport in experiments and compare the pinning effectiveness 

of conformal arrays to uniform triangular pinning arrays. We find that a triangular array generally pins 

the vortices more effectively at the first matching field and below, while the conformal array is more 

effective at higher fields where interstitial vortex flow occurs. 

© 2016 Elsevier B.V. All rights reserved. 
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1. Introduction 

Due to advances in nano-fabrication techniques it is possible to

create a variety of vortex pinning array geometries in type-II su-

perconductors. These include square [1–6] , triangular [7–9] , rect-

angular [10–12] , honeycomb [13,14] , spin ice [15,16] , quasiperiodic

[17–20] and other geometries [21,22] . In these systems a rich va-

riety of novel vortex crystalline states can form, and there can be

transitions between commensurate and incommensurate states as

a function of vortex density. Another motivation to create such ar-

rays is to identify optimal pinning arrangements that can produce

the highest critical currents or allow for controlled vortex motion

for fluxonic devices. 

Recently a new type of pinning geometry was proposed called a

conformal crystal [23,24] . It is constructed by applying a conformal

transformation to a uniform triangular array of points to obtain
∗ Corresponding author. 

E-mail addresses: cjrx@lanl.gov (C.J. Olson Reichhardt), ylwang@anl.gov (Y.L. 

Wang), xiao@anl.gov (Z.L. Xiao), wkwok@anl.gov (W.K. Kwok), rayd@lanl.gov (D. 

Ray), reichhardt@lanl.gov (C. Reichhardt), bjanko@nd.edu (B. Jankó). 

i  

p  

h  

o  

f  

http://dx.doi.org/10.1016/j.physc.2016.05.024 

0921-4534/© 2016 Elsevier B.V. All rights reserved. 
 new structure in which the six-fold triangular ordering is pre-

erved but where there is a spatial gradient in the density of pin-

ing sites [25] . Such arrays potentially have interesting properties

or enhancing pinning since vortex-vortex interactions naturally fa-

or a triangular ordering, while an increasing magnetic field causes

he vortices to naturally adopt a density or Bean gradient [26,27] .

here are conditions where the conformal array is not as opti-

al as uniform triangular arrays, such as at integer matching fields

here the gradient in the conformal arrays can prevent formation

f a completely commensurate state. Initial simulations showed

hat conformal pinning arrays produced enhanced pinning com-

ared to uniform random arrays, random arrays with a gradient,

nd periodic pinning arrays at non-matching fields, particularly at

elds where there are more vortices than pinning sites [23,24] . Ex-

eriments indicated that the triangular pinning arrays produced

tronger pinning than the conformal arrays below the first match-

ng field, while the conformal pinning array generated stronger

inning at higher fields [28] . Other experiments also found en-

anced pinning by conformal arrays [29] , and there have also been

ther studies of pinning arrays with spatial gradients [30,31] . In

urther simulations where a series of conformal arrays were placed
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Fig. 1. Simulation pinning geometries. (a) Three conformal crystal pinning arrays 

placed so as to produce a density asymmetry along the x -direction. (b) An example 

of a uniform triangular pinning array. 
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Fig. 2. (a–c) The average vortex velocity | 〈 V x 〉 | in the conformal array from Fig. 1 (a) 

with F p = 1 . 0 for driving in the −x direction (open squares) and in the + x direc- 

tion (filled circles). (a) At H/H 1 = 0 . 5 , the transport curves are asymmetric. (b) 

At H/H 1 = 1 . 0 the asymmetry is larger. (c) At H/H 1 = 1 . 5 the asymmetry is still 

present. (d) The velocity in the y -direction 〈 V y 〉 for driving in the + y direction of 

the conformal array (triangles), plotted with 〈 V x 〉 for driving in the + x direction 

(filled circles) at H/H 1 = 1 . 0 , showing anisotropic transport and a crossing of the 

velocity force curves. 
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ack to back as illustrated in Fig. 1 , a pronounced vortex ratchet

ffect occurs when an ac drive is applied in the direction of the

symmetry of the array [32] . The ratchet effect in the conformal

rrays is substantially stronger than that for random gradient ar-

ays and square arrays with a one-dimensional (1D) spatial gradi-

nt that have the same number of pinning sites [32] . 

Here we highlight several aspects of vortex dynamics and pin-

ing in conformal arrays. We show that a flux motion diode ef-

ect can occur in which the pinning is more effective for driving

long one direction of the array. The conformal arrays also exhibit

 strong anisotropy and have a much higher depinning force for

otion along the asymmetry or x -direction than for motion per-

endicular to the asymmetry of the array. We demonstrate that a

ongitudinal rocking ratchet effect occurs when an ac drive is ap-

lied along the asymmetry direction, and that a novel transverse

ortex ratchet effect can occur when the ac drive is applied per-

endicular to the asymmetry. The transverse ratchet effect, which

s weaker than the longitudinal ratchet effect, is an example of a

oise correlation ratchet, rather than a rocking ratchet which oc-

urs for the longitudinal driving. We show that the effectiveness of

he pinning is stronger for uniform triangular arrays at low fields

hen interstitial vortices are absent, while the pinning is more ef-

ective in conformal arrays when interstitial vortices are present. 

. Simulations 

We consider a two-dimensional sample with periodic bound-

ry conditions in the x and y -directions, and apply the external

agnetic field H in the ˆ z direction. In our current driven simula-

ions, the initial vortex positions are obtained by simulated anneal-

ng. The vortex dynamics is governed by the following overdamped

quation of motion: 

d R i 

dt 
= F vv 

i + F v p 
i 

+ F dc + F ac 
x,y . (1)

ere η is the damping constant. The repulsive vortex-vortex inter-

ction is F vv 
i 

= 

∑ 

j � = i F 0 K 1 (R i j /λ) ̂  R i j , where K 1 is a modified Bessel

unction, R i is the location of vortex i, λ is the London penetration

epth, R i j = | R i − R j | , ˆ R i j = (R i − R j ) /R i j , F 0 = φ2 
0 
/ (2 πμ0 λ

3 ) , φ0 is

he flux quantum, and μ0 is the permittivity. 

The system contains N p non-overlapping pinning sites each

odeled as a parabolic potential with a range of R p = 0 . 25 λ. The

inning force has the form F 
i 
= (F p R 

(p) 
ik 

/r p )�((r p − R 
(p) 
ik 

) /λ) ̂  R 

(p) 
ik 

,

here � is the Heaviside step function, F p is the maximum pin-

ing force, R 

(p) 
k 

is the location of pinning site k , R 
(p) 
ik 

= | R i − R 

(p) 
k 

| ,
nd 

ˆ R 

(p) 
ik 

= (R i − R 

(p) 
k 

) /R 
(p) 
ik 

. All forces are measured in units of F 0 
nd lengths in units of λ. 
The creation of the conformal pinning geometry is described

n [23,24] . Fig. 1 (a) shows the pinning geometry with 3 back-to-

ack conformal arrays with a periodicity of 12 λ. Fig. 1 (b) shows

 representative area of a triangular pinning array; the array we

imulate contains the same number of pinning sites as the con-

ormal geometry in Fig. 1 (a). The term F dc represents a dc driving

orce, and we measure the dc velocity per vortex 〈 V 〉 . The ac driv-

ng force term is F ac 
x,y = F 

x,y 
ac sin (ωT )( ̂ x , ̂  y ) , where F 

x,y 
ac is the ac am-

litude. We consider both F x ac where the ac drive is applied in the

 -direction parallel to the array asymmetry, as well as F 
y 

ac where

he ac drive is applied in the y direction perpendicular to the ar-

ay asymmetry, and measure longitudinal and transverse vortex

atchet effects. To quantify the ratchet effects, we measure the sum

f the displacements in the direction of the asymmetry of the ar-

ay, X net = N 

−1 
v 

∑ N v 
i =1 

(x i (t) − x i (t 0 )) , where x i ( t ) is the position of

ortex i at time t and x i ( t 0 ) is the initial position of the vortex

hen the ac driving is first applied. We measure the value of X net 

fter 25 ac drive cycles to avoid any transient effects. 

. Diode effect 

In Fig. 2 (a–c) we plot the absolute value of | 〈 V x 〉 | versus F dc 

or the conformal array in Fig. 1 (a) with F p = 1 . 0 at different fields

 / H 1 , where H 1 is the first matching field. The squares denote dc

riving in the negative x or easy flow direction, and circles de-

ote dc driving in the positive x or hard direction of the array.

or H / H 1 < 0.2 there is no difference in the depinning threshold

or driving in either direction. At these low fields, the system is

n the single vortex limit, and since F p is symmetric for an indi-

idual pinning site, the depinning is also symmetric in this limit.

t H/H 1 = 0 . 5 in Fig. 2 (a), there is an asymmetry in the transport

nd the vortices depin at a lower value of F dc for driving in the

x -direction. At H/H 1 = 1 . 0 in Fig. 2 (b), this depinning asymme-

ry is enhanced, and within the moving phases the vortex veloci-

ies are lower for driving in the + x -direction. This symmetry grad-

ally disappears for higher F dc > F p . The asymmetry persists up

o higher values of H / H 1 as shown in Fig. 2 (c) at H/H 1 = 1 . 5 . The

iode effect we observe arises due to collective vortex interactions.

t differs from other previously reported diode effects for vortices

nteracting with asymmetric substrates such as quasi-1D saw-tooth
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Fig. 3. X net , the particle displacements in the x -direction after 25 ac drive cycles, for 

the conformal array at F p = 1 . 0 for ac driving in the x -direction (filled diamonds) 

and ac driving in the y -direction (open triangles), showing both the longitudinal 

and transverse ratchet effect, at H/H 1 = (a) 0.5, (b) 1.0 (c), 1.5 and (d) 2.0. 
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potentials, where the pinning forces have an intrinsic asymme-

try so that a diode effect appears even in the single vortex limit

[33,34] . 

The conformal arrays also exhibit anisotropic transport for driv-

ing along different directions. In Fig. 2 (d) we plot 〈 V y 〉 versus F dc 

for a dc drive applied in the + y -direction for the system in Fig. 1 (a)

at H/H 1 = 1 . 0 , along with 〈 V x 〉 for driving in the + x direction. The

+ y depinning force is significantly lower than the + x depinning

force; however, a crossing of the velocity-force curves occurs near

F dc = 0 . 5 , above which the average vortex velocity for y -direction

driving becomes lower than that for x -direction driving. The lower

+ y depinning threshold arises because vortices can more easily de-

pin in the low pinning density regions of the sample. As F dc in-

creases for + y driving, the widths of the regions in which vortex

motion is occurring increases until F dc > 1.0, when all the vortices

are moving. In contrast, for + x driving, the vortices cannot move

until they are able to pass through the most densely pinned re-

gions of the sample, so that there is a transition from no vortices

moving to all vortices moving, which produces a higher net aver-

age velocity. 

4. Longitudinal and transverse ratchets 

The asymmetry of the conformal arrays makes it possible to

realize a ratchet effect by applying an ac driving force along the

direction of the array asymmetry to produce a net dc motion of

vortices. Previous vortex ratchet studies focused on cases in which

the pinning substrates or individual pining sites have an intrinsic

asymmetry, such as a quasi-1D sawtooth potential [33–35] , funnel

geometries [36,37] , arrays of triangular pinning sites [38–40] , and

other geometries with asymmetrically shaped pinning sites [41–

43] . Vortex ratchets have also been studied in systems with ran-

dom pinning gradients [44] as well as periodic lattices with 1D

gradients [45] ; however, the ratchet effects for the conformal ar-

rays are generally more pronounced than for these systems [32] . 

In Fig. 3 (a) we plot the net vortex displacements X net after 25

ac drive cycles versus ac drive amplitude for the conformal system

with driving in the x - or y -direction for F p = 1 . 0 and H/H 1 = 0 . 5 .

The net displacement is in the −x or easy flow direction of the

substrate. For the longitudinal drive there is a maximum in the

ratchet efficiency near F x ac = 0 . 7 where the vortices move an aver-

age of X net = 25 λ. For F x ac > 1 . 0 the ratchet effect persists but grad-

ually disappears at the highest drives. When the ac drive is applied

in the y -direction, Fig. 3 (a) shows that there is still a net drift of
ortices in the −x -direction, indicating the appearance of a trans-

erse ratchet effect in which an ac drive produces a net dc motion

f particles in the direction perpendicular to the drive. Transverse

atchets have been studied for vortices interacting with triangu-

ar shaped pinning sites, where the vortices are geometrically de-

ected by the pinning site asymmetry [39,46] . In the conformal

rray, the pinning sites are symmetric, so the transverse ratchet

ffect arises from a different process. Under a y -direction ac drive,

he vortices undergo plastic motion through the conformal array,

o that in a co-moving frame the vortices experience fluctuations

n both the x - and y -directions. Previous studies have shown that

lastically flowing vortices exhibit strong non-Gaussian or colored

oise fluctuations [47,48] which, unlike white noise, are time cor-

elated. It is known that if a particle is placed in an asymmetric

ubstrate and exposed to time-correlated fluctuations, it will be-

ave as a noise ratchet [49] . In the vortex system, the fluctuations

o not arise directly from a fluctuating noise term in the equa-

ions of motion, but instead originate in the collective dynamics

enerated by the plastic flow of the vortices. Previous studies of

nteracting particles in a quasi-1D sawtooth substrate with added

andom quenched disorder showed that the system can exhibit a

ransverse drift when a dc drive is applied in the direction per-

endicular to the substrate asymmetry [50] . The transverse ratchet

s generally weaker than the longitudinal ratchet; however, there

re regimes in which the transverse ratchet effect is comparable to

r even stronger than the longitudinal ratchet effect. In Fig. 3 (b)

e show that at H/H 1 = 1 . 0 , the magnitude of the longitudinal

atchet is larger than at the lower field of H/H 1 = 0 . 5 . The trans-

erse ratchet becomes more effective than the longitudinal ratchet

or F ac > 1.5. At H/H 1 = 1 . 5 in Fig. 3 (c) both ratchet effects are

resent, and in general, the maximum efficiency of the longitu-

inal ratchet decreases with increasing H / H 1 while the transverse

atchet efficiency remains almost constant, as shown in Fig. 3 (d) at

/H 1 = 2 . 0 . 

. Pinning effects 

We next compare the dc depinning of the conformal array to

hat of a uniform triangular array of the type shown in Fig. 1 (b)

ith the same number of pinning sites at F p = 1 . 0 . Previous com-

utational studies focused on the case of flux gradient driven dy-

amics, where the pinning efficiency was determined by measur-

ng the width of the magnetization hysteresis loops [23,24] . Here

e study vortex transport with a current driven simulation in

hich there is no induced flux gradient, and we still find strong

ifferences in the vortex depinning for the two cases. At low fields

f H / H 1 ≤ 0.5, the system behaves in the single vortex limit and

he depinning threshold force F c is the same for the triangular

nd conformal arrays, as shown in Fig. 4 (a) where we plot 〈 V x 〉
ersus F dc for driving in the positive x direction for both arrays

t H/H 1 = 0 . 5 . For 0.5 < H / H 1 ≤ 1.0, F c is higher for the trian-

ular pinning array as shown in Fig. 4 (b) at H/H 1 = 1 . 0 . Close to

/H 1 = 1 . 0 , the vortices in the triangular pinning array form a

ommensurate structure in which every pinning site is occupied so

hat the vortex-vortex interactions effectively cancel and the de-

inning threshold is F c = F p , while in the conformal array only a

ortion of the pinning sites are occupied due to the pinning gra-

ient so that the depinning force is less than half of that of the

riangular pinning array. For H / H 1 > 1.0, interstitial vortices ap-

ear in the triangular pinning array and cause a sharp drop in

he depinning threshold, while F c for the conformal array remains

early unchanged and is now higher than that of the triangular ar-

ay, as illustrated in Fig. 4 (c) at H/H 1 = 1 . 5 . In Fig. 4 (d) we plot F c
ersus H / H 1 for the conformal and triangular arrays. F c is higher

or the triangular array around the matching peaks of H/H 1 = 1 . 0

nd H/H = 3 . 0 . For H / H > 1.0 there is a rapid drop in F c for the
1 1 
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Fig. 4. (a,b,c) 〈 V x 〉 vs F dc for driving in the + x direction in the conformal array 

(open circles) and a triangular array (filled triangles) with the same number of pin- 

ning sites at H/H 1 = (a) 0.5, (b) 1.0, and (c) 1.5. (d) The depinning force F c vs H / H 1 
for driving in the + x direction in the conformal array (open circles) and triangular 

array (filled triangles). 
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Fig. 5. Patterning-induced degradation of superconducting critical temperature. (a) 

R-T curves of focused-ion-beam (FIB) patterned MoGe films with various hole pat- 

terns (two triangular arrays and a conformal array) and that of a reference plain 

film. The hole sizes in the various patterns are all around 100 nm. The spacing of 

the two triangular arrays are 300 nm and 466 nm, respectively. The T c is suppressed 

in the patterned sections as compared to the unpatterned plain film and further de- 

creases with shorter hole-hole spacing. The conformal hole array has an equivalent 

average hole density with the triangular hole array with 466 nm hole-hole spacing 

and it shows higher T c than the triangular array due to the low density of holes in 

the center part of the film. (b) Non-uniformly distributed T c in the conformal hole 

array. 
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c  
riangular array, and F c does not increase again until an ordered

ommensurate state forms at H/H 1 = 3 . 0 [3] . We note that the tri-

ngular array has only a weak peak in F c at H/H 1 = 2 . 0 , where the

ortices form a honeycomb state rather than a more stable triangu-

ar lattice [3] . For higher values of F p , the difference between the

wo systems is reduced as the vortex-vortex interactions become

ess important and the system transitions to the single vortex pin-

ing regime. In addition, the drop in F c for the triangular arrays

hifts to higher values of H / H 1 when the pinning sites are strong

nough or large enough to allow for double or multiple vortex

ccupancy. 

. Sample fabrication 

In fabricating samples for measurement, we observe that T c of

he sample is usually suppressed due to processing-induced sam-

le degradation. Fig. 5 (a) shows the R-T curves of a plain MoGe

lm, two focused-iron-beam (FIB) patterned MoGe films contain-

ng a triangular array of holes with different hole-hole spacings,

nd one FIB patterned MoGe film with a conformal array of holes

aving an equivalent average hole density to one of the triangu-

ar arrays. All three patterned films have lower T c values than the

npatterned film, indicating processing-induced degradation of su-

erconductivity. Furthermore, the film with a hole-hole spacing

f 300 nm has a lower T c than that with a hole-hole spacing of

60 nm. That is, when holes are patterned with a process that can

bviously degrade the sample, the sample with a higher density of

oles will have a lower T c . For a non-uniform pinning geometry,

uch as the conformal pinning array, the T c of the sample is spa-

ially inhomogeneous because the hole–hole spacings vary across

he sample. That is, the region with a higher local density of pin-

ing sites has smaller T c , as shown in Fig. 4 (b). The T c determined

rom the transport measurements gives values from the current

hannels that have the highest T c , resulting in an over-estimate of

he true T c . 

Samples with different pinning geometries usually have differ-

nt T c values due to the patterning-induced sample degradation,

hich confounds the comparison of different pinning landscapes.

ne commonly used method for comparing the results from sam-

les with different T c is to compare data obtained at the same re-

uced temperature T / T c . Due to the non-uniformly distributed T c 
n non-uniform pinning geometries, however, the reduced temper-

ture T / T c determined by the transport method is nearly meaning-

ess. Thus, when studying non-uniformly distributed pinning ge-

metries, it is important to adopt a sample fabrication method that

imits the damage only to the holes and that does not alter the T c 
f the rest of the sample. 

These T c suppressing effects are frequently observed in FIB pat-

erned samples and samples fabricated using direct liftoff method.

ur sample patterning method of using E-beam lithography fol-

owed by reactive ion etching does not suppress the T c of the films

28] . The film is protected by an E-beam resist mask during the

tching process and there is no damage to the film except for the

rea of the hole, which not only enables us to measure and com-

are the results at the same temperature but also produce holes

ith a strong pinning potential. 

. Experimental results 

Fig. 6 (a) shows the magnetic field dependence of the criti-

al current I c ( H ) for three sections on the same micro-bridge of a
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Fig. 6. Pinning performances of a conformal pinscape and a triangular pinscape. (a) Critical currents of three sections on the same MoGe micro-bridge with one section 

patterned with a triangular array of holes (hole-hole spacing: 446 nm), one section patterned with a conformal array of holes (containing an equivalent average density of 

holes as the triangular array) and one un-patterned reference section. (b) I-V curves at magnetic fields of 0.8 H 1 (left panel) and 3 H 1 (right panel). The data of the three 

sections are measured at the same time and temperature. The T c of the sample is 6.16 K and the measured temperature is 5.6 K (91% T c ). 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Fig. 7. Comparison of critical currents. Ratios of the critical currents for the sections 

with conformal ( I c (Con)) and triangular ( I c (Tri)) hole arrays of three samples with 

different hole spacing b (average), hole diameters/sizes d and hole types (through or 

blind). Sample I: b = 777 nm, d = 220 nm, through holes; Sample II: b = 466 nm, 

d = 110 nm, through holes; Sample III: b = 466 nm; d = 110 nm, blind holes. 
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superconducting MoGe film measured at the same time and tem-

perature (T = 5.6 K). The hole size is about 110 nm which ensures

that each hole can only trap one vortex while additional vortices

occupy the interstitial spaces between holes. Both of the two pat-

terned sections have significantly enhanced critical currents com-

pared to the unpatterned reference section at all applied magnetic

fields, indicating the pinning effectiveness of the fabricated hole

arrays. For the triangular pinning array, the steep drop of the crit-

ical current curve once the magnetic field exceeds the first match-

ing value is due to the appearance of interstitial vortices, which

can be depinned at a much lower driving force in a regular pin-

ning array with easy vortex flow channels. Above the first match-

ing field, the depinning of the weakly pinned interstitial vortices

makes the third and fourth matchings almost indistinguishable. On

the other hand, a small peak appears at the fifth matching field

due to a caging effect of the interstitial vortices. The I c (H) curve

(red) in Fig. 6 (a) for the section with a conformal hole array shows

a smooth decay in the critical current with increasing magnetic

field. The gradually changing hole density produces localized com-

mensuration at a series of local matching fields, which smears out

the bulk matching field features. Although these multiple matching

length scales can result in pinning enhancement over a wide range

of magnetic field, the incommensuration between the conformal

array and an Abrikosov triangular lattice leads to an increase in

the vortex-vortex interaction energy in the vortex matter, thus re-

ducing the critical current compared to the triangular hole array,

which is perfectly commensurate with the Abrikosov triangular lat-

tice at magnetic fields lower than the first matching field. Once in-

terstitial vortices appear above the first matching field, however,

the conformal hole array outperforms its triangular array coun-

terpart in pinning efficiency. The pinning performance of differ-

ent pinning arrays can also be observed in the I–V curves shown

in Fig. 6 (b). At the low field H/H 1 = 0 . 8 , the zero resistance state

persists to a higher current for the triangular pinning array, while

at the high field H/H 3 = 3 , the conformal pinning array maintains

zero resistance over a larger current range. 

We compare the pinning effect of the conformal and triangu-

lar hole arrays of three different samples in Fig. 7 by plotting the

magnetic field dependence of the ratios of their critical currents.

Sample I and Sample II contain through holes with strong pinning

strength for each individual hole. They have different hole sizes.

Sample I has bigger holes (220 nm in diameter), each of which can

trap up to two vortices at the measured temperature. In this sam-

p  
le the performance of the conformal pinning array surpasses that

f the triangular pinning array at fields above the second match-

ng field. Sample II has smaller holes (110 nm in diameter), each

f which can trap at most one vortex, so the performance of the

onformal pinning array surpasses that of the triangular pinning

rray above the first matching field. Sample III also has small holes

hat are 110 nm in diameter, but instead of through holes, sam-

le III has blind holes with a much weaker pinning strength for

ach individual hole. The performance of the conformal pinning ar-

ay also surpasses that of the triangular pinning array above the

rst matching field. Due to the weaker pinning strength of the

oles, the advantage of the conformal pinning array in sample III

t high fields is not as obvious as in sample II. In all three sam-

les, the critical currents of the sections containing conformal hole
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rrays are lower than those of the sections with holes arranged in

 triangular lattice at low magnetic fields ( H < 2 H 1 for Sample I,

 < H 1 for Samples II and III) where all vortices are pinned in

he triangular lattice of holes. At high magnetic fields the confor-

al array enhances the critical currents in all three samples except

or Sample III which has blind holes and weak pinning strength. In

his case, in a specific field range (around the third matching field

n Sample III), the caging effect of the triangular lattice prevails. 

. Conclusion 

We have investigated various aspects of vortex motion and pin-

ing in conformal pinning arrays using both simulations and ex-

eriments. For dc driving in the direction of the asymmetry of the

inning array we find that there is a diode effect where the ef-

ective pinning is higher in the hard direction of the asymmetry of

he array. This pinning asymmetry is a collective effect since in the

ingle vortex limit the diode effect is absent as the pinning sites

hemselves are symmetric. In the presence of an ac drive in the

ame direction as the asymmetry of the array, a pronounced lon-

itudinal vortex ratchet effect can occur. We also show that when

he ac drive is applied perpendicular to the array asymmetry di-

ection, a transverse vortex ratchet occurs in which there is a net

c flow of vortices perpendicular to the ac drive. The longitudi-

al ratchet is a realization of a collective rocking ratchet while

he transverse ratchet is an example of a noise correlation ratchet.

he conformal pinning arrays in general show enhanced pinning

ver uniform triangular pinning arrays when the external field is

arge enough that interstitial vortices are present, while at fields

here commensurate vortex lattice structures occur, the pinning

s stronger in the triangular pinning arrays. 
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